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Company Name

Address

The following sample information was Submitted and Identified by the Client:

Sample Name : running blet with pouches
Sample model : NKOO001
Sample Lot : /

Receiving Date : 2014-2-20

Complete Date : 2014-2-26

Test Requested :  As specified by client, Determine the content of Phthalates in the submitted
sample

Test Method : Refer to EN14372(2004)

Test Results - Please refer to next page
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Prepared by: Checked by: Approved by:

Report Clerk Lab Senior Engineer Lab Supervisor
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Test Result:

Test Item Test Method / Instrument Unit MDL Result Limit
Dibutyl phthalate (DBP) EN14372(2004)/GC-MS % 0.005 N.D. 0.1
Butyl benzyl phthalate (BBP)] EN14372(2004)/GC-MS % 0.005 N.D. 01

Bis-(2-ethylhexyl)phthalate

(DEHP) EN14372(2004)/GC-MS % 0.005 N.D. 0.1
Di-n-octyl phthalate(DNOP) EN14372(2004)/GC-MS % 0.005 N.D. 0.1
Di-isodecyl phthalate(DIDP) EN14372(2004)/GC-MS % 0.01 N.D. 0.1
Di-isononyl phthalate(DINP) EN14372(2004)/GC-MS % 0.01 N.D. 0.1

Note: 1.1ppm=1mg/kg=0.0001%;
2.N.D.=Not Detected(<MDL);
3.MDL=Method Detection Limit;
4."--"=Not Regulated;
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Testing Flow Chart:

Cutting/Preparation

I

Weight Sample

y

Extraction with organic solvent

Purify the extracted solvent

!

Concentration/Dilution of Extracted solution

:

GC—MS Analysis
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Sample Description: running blet with pouches

Sample photo:

HLF1402072E

(Remark: According to client's requirment the submitted samples
were mixed to perform the test)

Note:The results show in this report is only responsible for the sample.The test report shall
not be reproduced except in full,without written approval of the laboratory.

***** End of the report * * ***
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